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PREPARATION OF METALS BY
MAGNESIUM-ZINC REDUCTION

Part I. Reduction of Uranium Oxides
by

J. B. Knighton and R. K. Steunenberg

ABSTRACT

The use of liquid magnesium-zinc alloy for the re-
duction of uranium oxides to the metal has been investigated.
The uranium oxide was suspended in a flux composed of al-
kali and alkaline earth halides and reduced by vigorously
mixing the flux-oxide slurry with zinc-5 w/o magnesium
alloyat temperatures between 650 and 800°C. The reductions
were conducted in an alumina crucible under an air atmo-
sphere. As the uranium metal was produced, it dissolved
in the liquid-metal alloy, from which it could later |83 33
covered by vacuum distillation of the zinc and magnesium.
The effects of flux composition, temperature, agitation,
magnesium oxide loading in the flux, and uranium oxide par-
ticle size on the rate and extent of reduction were investi-
gated. Under optimum conditions, over 99% reduction of
U;0g was achieved in periods as short as 10 min on the lab-
oratory scale (4 g of uranium). Uranium losses inherent in
the process are well below 1%.

I. INTRODUCTION

Although the reduction of uranium tetrafluoride by magnesium is
the primary commercial method for the production of uranium metal,
several alternative procedures have been demonstrated and used for
special purposes. 1 Magnesium, calcium, carbon, aluminum, silicon,
lithium, and sodium have been employed in the reduction of uranium oxides
and halides.(1,2) Metallothermic reductions ordinarily involve the "bomb"
technique, which utilizes the heat of reaction to coalesce the metallic ura-
nium product and the slag in readily separable masses.

In the case of uranium oxides, a bomb process was developed by
Marden,(3) who used calcium as the reducing agent, zinc chloride as a
booster, calcium chloride as a flux, and zinc as a collecting agent for the
reduced uranium. Bellamy and co-workers(415) subsequently developed a
bomb procedure for the reduction of uranium dioxide, using calcium and
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II. EXPERIMENTAL PROCEDURE

The zinc and magnesium used in the reduction studies were of
greater than 99.99 and 99.95% purity, respectively. The fluxes were pre-
pared from analytical reagent-grade salts, except for the magnesium
chloride, which was obtained from commercial sources as a by-product
of the reduction of zirconium tetrachloride by magnesium metal.

The reductions were conducted in a 4-in.-ID, tapered, slip-cast,
alumina crucible located in an electrically heated pot furnace (see Fig-
ure 1). A temperature controller was actuated by a Chromel-Alumel

Figure 1

URANIUM OXIDE REDUCTION APPARATUS

STIRRER MOTOR

(NOT TO SCALE)

CONTROLLER
THERMOCOUPLE

RECORDER
THERMOCOUPLE

(B onh

ALUMINA CRUCIBLE:

QUARTZ PROPELLER L

|

7 ELECTRIC RESISTANCE FURNACE “

tion, except where indicated otherwise.

thermocouple positioned between
the inside furnace wall and the out-
side of the crucible. The tempera-
ture inside the crucible was
measured with a Chromel-Alumel
thermocouple placed inside an
alumina thermowell that terminated
in the metal phase just below the
flux-metal interface. Mixing was
provided by a motor-driven quartz
propeller on a quartz shaft, with

the thermowell serving as a baffle.
All the experiments were performed
in the laboratory air atmosphere.

In each reduction run, a
charge consisting of 400 g of
zinc-5 W/O magnesium alloy and
200 g of flux was added to the cru-
cible at room temperature. The
charge was then melted, and when
the system had reached the opera-
ting temperature, mixing was
started and the uranium oxide was
added to the flux. Sufficient U3Og
was used to produce a uranium
concentration of 1.0 w/o in the
metal phase upon complete reduc-

Unfiltered metal samples were

withdrawn at predetermined time intervals into 6-mm Vycor tubes by a
hand-operated, rubber, suction bulb. The samples were then removed
from the tubes and analyzed for uranium.
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III. RESULTS

The influence of the particular variable under study was determined
from the percentage of uranium oxide reduced as a function of time.

A. Flux Composition

In the investigations of the effect of flux composition on the meduc-
tion of U304, chlorides of the alkali and alkaline earth metals were used as
the major flux constituents. A small amount of fluoride (usually magnesium
fluoride) was also incorporated into the mixture to achieve a clean, well-
defined, flux-metal interface, thereby facilitating rapid coalescence and
clean separations of the two phases. The results of a series of survey ex-
periments are summarized in Table L.

Table I
SURVEY OF FLUXES FOR U;03 REDUCTION

Temperature: 750°C
Mixing Rate: 800 rpm

Metal: 400 g Zn-5 w/o Mg
Flux: 200 g, composition as shown
Oxide: 4.7 g Us0q, -325 mesh
Flux Composition Percent Reduction of U3Og

475 m/o 41.5m/o 5.0m/fo 10min 20min 30 min 60 min 120 min

Gl MgCl, MgF, 99+ 99+ 99+ 99+ 99+
NaCl MgCl, MgF, 86 99 99 99 99
KCl MgCl, MgF, 71 91 98 97 98
LiCl CaCl, MgF, 27 44 56 86 99+
NaCl CaCl, MgF, 24 31 39 60 84
KCl1 @riel; MgF, 14 18 21 31 41
LiCl SrCl, MgF 19 36 47 67 89
NaCl SrCl, MgF, 8 13 21 40 70
KCl1 SrCl, MgF, 3 4 5 8 10
TAEL BaCl, MgF, 13 22 26 52 85
NaCl BaCl, MgF, 13 20 27 il 45
KCl BaCl, MgF, 4 5 10 18 19
LiCl NaCl MgF, 6 9 9 13 23
LiCl KCl MgF, 4 5 3 6 7
KCl1 NaCl MgF, 2 3 3 6 13
Cacl; MgCl, MgF, 97 99+ 99+ 99+ 99+
SrCl, MgCl, MgF, 99 99 99 99 99
BaCl, MgCl, MgF, 92 99 99 99 99
Ticl LiCl LiF 10 11 il 17 23
MgCl, MgCl, MgF, 98 99+ 99+ 99+ 99+

80 m/o 20 m/o

CaCl, CaF, 6 5 8 11 17
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These results indicate that the rate and extent of reduction varied
markedly with the kind of cations present in the flux, the better reductions
occurring with the flux cations of lower atomic weight. When combinations
of alkali and alkaline earth chlorides were used, this effect was evident in both
cases; that is, the rate and extent of reductiondecreased progressively in the
order LiCl > NaCl > KCl, and MgCl, > CaCl, > SrCl, > BaCl,.

Magnesium chloride was a major constituent of all fluxes that re-
sulted in satisfactory reduction rates. All other compositions gave low
rates, leading to the conclusion that magnesium chloride is an essential
flux ingredient.

Two of the more effective fluxes (LiCl-MgCl,-MgF,, and CaCl,-
MgCl,-MgF,) were examined further to determine the minimum magnesium
cation concentration needed for satisfactory reduction of U3Og. The results
are listed in Table II. To achieve essentially complete reduction by the
zinc-5 W/O magnesium alloy within a practical period of time, the magne-
sium ion concentration had to correspond to 10 to 20 a/o of the total cations
in the flux. Lithium chloride was somewhat superior to calcium chloride as
the other major constituent. Although magnesium chloride alone was a sat-
isfactory flux, from the viewpoint of uranium oxide reduction rates, dilution
with other chlorides is desirable to lower the melting point and decrease
the vapor pressure of the salt.

Table I

EFFECT OF MAGNESIUM ION CONCENTRATION IN THE FLUX
ON THE REDUCTION RATE OF U308

Temperature: 750°C
Mixing Rate: 800 rpm

Metal: 400 g Zn-5 wlo Mg
Flux: 200 g, composition as shown
Oxide: 4.7 g U308, -325 mesh
Flux Composition,
m/o Percent Reduction of U308

LiCl MgCl MgF2 10 min 20 min 30 min 60 min 120 min
95 0 (5 mole % LiF) 10 11 12 17 23
95 0 5 6 14 16 25 25
90 5 b 38 59 81 9% 99
85 10 5 61 92 9% 99+ 99+
80 15 5 89 99+ 99+ 99+ 99+
75 2 5 92 9% 98 9% 9%
70 25 5 9% 99+ 99+ 99+ 9%
415 4.5 5 99+ 99+ 99+ 99+ 99+
0 9% & 9% 99+ 99+ 99+ 99+

Flux Composition,
mlo Percent Reduction of U308

CaCl MqCl2 MgF2 10 min 20 min 30 min 60 min 120 min
%52 0 5 27 a1 4 54 53
902 b 5 50 63 7l 79 85
80 15 5 m 90 9 97 99+
70 2% B 81 93 9% 99+ 99+
65 30 9 %0 9% 9% 99 97
60 35 5 9% 99+ 99+ 99+ 9%
50 45 5 % 99 99 % 93
40 55 5 98 9 9% 9% 93

0 9% 5 98 99+ 99+ 99+ 99+

aTemperature, 800°C.
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A brief study was made to determine the effect of changing the
anionic constituents of the flux. Whereas fluoride ion had originally been
incorporated into the flux as a means of obtaining good flux-metal sepa-
ration at the interface, it also appeared to have a beneficial effect on the
rate of uranium oxide reduction, as shown in Table III. With fluxes con-
taining 5 m/o magnesium fluoride, over 99% reduction occurred within
20 min; a 30-min period was required in the absence of fluoride.

Table III

EFFECT OF FLUORIDE ION CONCENTRATION IN THE FLUX
ON THE REDUCTION RATE OF U304

Temperature: 750°C
Mixing Rate: 800 rpm

Metal: 400 g Zn-5 w/o Mg
Flux: 200 g, composition as shown
Oxide: 4.7 g U;0g, -325 mesh

Flux Composition,

m/o Percent Reduction of U;04

CacCl, MgCl, MgF, 10 min 20 min 30 min 60 min 120 min

50.0 50.0 0 90 96 99+ G99+ 96
47.5 47.5 5.0 97 R Ff 99+ 994

B. Temperature

The effect of temperature on the reduction rate was investigated,
using the following fluxes: 47.5 m/o CaCl, -47.5 m/o MgCl; -5.0 m/o
MgF,, and 47.5 m/o LiCl - 47.5 m/o MgCl, - 5.0 m/o MgF,. The results
in Table IV show that the reduction rate increased with rising tempera-
ture. The temperature dependence of the rate, however, was relatively
small. Complete reduction of U3;Og was achieved at temperatures as low
as 650°C, but higher temperatures are preferred.

Table IV
EFFECT OF TEMPERATURE ON THE REDUCTION RATE
OF U;04
Mixing Rate: 800 rpm
Metal: 400 g Zn-5 w/o Mg
Flux: 200 g, composition as shown
Oxide: 4.7 g U;Og, -325 mesh
Percent Reduction of U304
Temperature

(°c) 10 min 20 min 30 min 60 min

Flux: 47.5 m/o LiCl-47.5 m/o MgClz-5.0 m/o MgF,

600 80 95 95 96

650 79 90 94 998

700 o 99 993 99+

750 oo 99+ 98+ g9
Flux: 47.5 m/o CaCl,-47.5 m/o MgCl-5.0 m/o MgF,

650 7l Gl 99 99

700 94 B 99 gy

750 Dif 99+ 99+ g0
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C. Agitation

It was recognized that data on the effect of agitation that could be
obtained from laboratory-scale experiments would be unlikely to be appli-
cable to process-scale operation. However, reduction rates shown in
Table V, which were obtained at mixing rates of 200, 400, 600, and 800 rpm,
indicate that a significant effect exists. Only minor changes in the reduc-
tion rate of U;Og were evident when the mixing rate was lowered from 800
to 400 rpm, but a sharp decrease in the rate was found when the stirring
speed was lowered to 200 rpm. For the particular equipment used, a
minimum mixing rate between 200 and 400 rpm was necessary to achieve
satisfactory reduction rates.

Table V
EFFECT OF AGITATION ON THE REDUCTION RATE

OF U;04

Temperature: 750°C

Metal: 400 g Zn-5 w/o Mg

Flux: 200 g 47.5 m/o CaCl, - 47.5 m/o

MgCl, - 5.0 m/o MgF,
Oxide: 4.7 g U304, -325 mesh

Percent Reduction of U304

Mixing Rate

(rpm) 10 min 20 min 30 min 60 min 120 min
200 4 8 13 34 51
400 75) Slejr 94 99+ 05
600 87 %y SfoRr SIehr 901
800 (I 92 94 98 98 -

D. Uranium Oxide Particle Size

Because of the heterogeneous nature of the reaction, the particle
size of the U;Og4 was expected to influence the reduction rate. Experimental
data from a brief study of this effect are given in Table VI. As anticipated,
the rate of reduction increased with decreasing particle size of the oxide.
Although complete reduction of the coarser oxide was not achieved under
these particular conditions, other work(8) has shown that relatively large
pieces of uranium oxide (about 1 cm in diameter) can be reduced com-
pletely to metallic uranium by this method if more favorable conditions
are employed.
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Table VI
EFFECT OF PARTICLE SIZE ON THE REDUCTION RATE
OF U,04

Temperature: 750°C
Mixing Rate: 800 rpm

Metal: 400 g Zn-5 w/o Mg

Flux 200 g 47.5 m/o CaCl, - 47.5 m/o
MgCl, - 5.0 m/o MgF,

Oxide: A7 5 U0

Percent Reduction of U304

U,;0g4 Particle Size 10 min 20 min 30 min 60 min
-12, +25 mesh 55 76 79 80
-25, +45 mesh 75 81 79 84
-80, +170 mesh 87 97 o 09

-325 mesh 97 99+ 99+ 001

E. Quantity of Flux

The effect of variations in the quantity of flux used on the reduction
rate of U;Og was investigated, using a CaCl,-MgCl,-MgF; flux. In Figure 2,
the percentage reduction after various periods of time is shown as a func-
tion of the magnesium oxide loading in the flux. In each run, the quantity
of U304 charged to the system was sufficient to produce a uranium concen-
tration of 3192 w/o in the metal phase upon complete reduction. The mag-
nesium oxide loading was calculated from the decrease in magnesium
concentration in the metal phase. Additional small amounts of magnesium
and calcium oxides or oxychlorides were probably formed by air oxidation
of the flux.

100 120 min
30 min FAC
90
10 min
0 =
Zi 70+
Z 60 &9
5ol CONDITIONS Figure 2
= TEMP: 800 C
W 401 MIXING RATE: 800
€ i "°°:"pzm"65"’§ Mo EFFECT OF MAGNESIUM OXIDE LOADING
© 30~ OXIDE: 18.8 g U30g,-80,+| SH
2T CiWoseHere: AR IN FLUX ON U30g REDUCTION

47.5m/0 CaCly-47.5 m/o MgCl,- 5 m/o MgF,
(amount as specified)

10 THEORETICAL: 392 w/o Uin solution of 100 % reduction

o MRS Tt e it e S e A S
[¢] 2 4 6 8 10 12 14 16 8
MgO CONCENTRATION IN FLUX, weight percent
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The reduction rate of uranium oxide decreased when the magnesium
oxide loading in the flux exceeded about 11 w/o‘ However, subsequent re-
ductions on a pilot-plant scale with an argon atmosphere were successful
with magnesium oxide loadings as high as 15 w/o.(13) At higher loadings,
the magnesium oxide caused the flux to become so viscous that it did not
provide adequate protection of the liquid metal against oxidation by the air
atmosphere. Probably the increased viscosity of the flux also decreased
the reduction rates by decreasing the mobility of the unreduced uranium
oxide particles.

F. Reduction of Uranium Dioxide and Uranium Tetrafluoride

A few reductions were performed inwhich uranium dioxide and urani-
um tetrafluoride were used as the starting materials. Although complete
reduction of uranium dioxide occurred with a LiCl-MgCl,-MgF, flux, the
rate of reduction was slower than that of U;Og under the same conditions
(see Table VII). Uranium tetrafluoride, however, was reduced very rapidly.
The uranium tetrafluoride was added to the metal-salt charge at room tem-
perature, and when the system had been heated to 800°C, the liquid-metal
phase was sampled before the stirrer was started. Additional samples were
then taken after the system had been agitated for periods of 10, 20, 30, 60, and
120 min. Analyses of these samples showed that the uranium tetrafluoride
had been completely reduced by the time the first sample was taken before
starting the stirrer.

Table VII
REDUCTION RATES OF U;03 AND URANIUM DIOXIDE

Temperature: 750°C
Mixing Rate: 800 rpm

Metal: 400 g Zn-5 w/o Mg

Flux: 200 g 47.5 m/o LiCl-47-5 m/o
MgCl; -5.0 m/o MgF,

Oxides: 4.7 g Us0g; 4.5 g UO;

Percent Reduction of Oxide

Oxide 10 mim 20 min 30 min 60 min 120 min
U,;04 e SISy S)Shy o0 CIShr
Uo, 78 88 86 96 99+

IV. DISCUSSION

The solubility of U;Oy in the salt is believed to have a bearing on the
pronounced effect of flux composition on the reduction rate, although there
is little doubt that other factors are also important. The rapid reduction

12
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rates obtained with fluxes containing a large proportion of magnesium chlo-
ride are attributed to a series of reactions of the oxide with the flux, which
produce soluble uranium species that are available for reaction with mag-
nesium at the salt-metal interface. The following series of reactions has

been postulated on the basis of a separate chemical study of uranium oxide-
molten chloride systems:(14’15

U,0g (solid) + MgCl, (solution) -~ MgUO, (solid) + 2UO,Cl (solution); (2)
MgUO, (solid) + MgCl, (solution) ~ UO,Cl, (solution) +2MgO (solid); (3)
UO,Cl, (solution) = UO,Cl (solution) + 1/2 Cl, (gas). (4)

Magnesium uranate produced by reaction (2) has been isolated from mag-
nesium chloride as a crystalline, reddish-brown solid which has a low
solubility in the salt. Other uranates were isolated from fluxes that did not
contain magnesium chloride.(lé) For example, calcium uranate was iso-
lated from a LiCl-CaCl, flux, and potassium uranate from a LiCl-KCl1 flux
to which U3;Og had been added. These other uranates appeared to be less
soluble and less easily reduced than magnesium uranate, which probably
accounts for the superiority of magnesium chloride-bas ed fluxes for U304
reduction.

The uranyl(V) chloride produced by reactions (2) and (4) has been
characterized as a soluble species with a distinctive absorption spec-
trum.(14,15) Upon continued exposure to magnesium chloride, magnesium
uranate has been shown to react further to form additional uranyl(V) chlo-
ride in solution, and solid magnesium oxide, as indicated by reaction (3).
The thermal decomposition of uranyl(VI) chloride, reaction (4), has been
shown by a combination of spectrophotometric and pressure measurements
to have an equilibrium constant of about 1078 atm at 650°C.

In the presence of the magnesium-zinc alloy, uranyl(V) chloride
appears to be readily reduced to metallic uranium:

2UO,Cl1 (flux) + 5Mg (Zn) »2U (Mg-Zn) + 4MgO (flux) + MgCl, (flux). (5))

It is reasonable to expect that any chlorine formed by reaction (4) would
combine readily with the magnesium:

Mg (Zn) + Cl, (gas) -~MgCl, (flux). (6)

By combining reactions (2) through (6), one arrives at the overall reaction
indicated by equation (1).

Uranium dioxide exhibits a lower solubility than U;Oy in fluxes of
this general type. For example, a solubility value of about lO_Zw/o was

13
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observed at 500°C in a flux composed of 30 m/o NaCl, 20 m/o KCl, and

50 m/o MgCl,. 17) Furthermore, solid uranium dioxide has been indenti-
fied as such after extended exposure to the flux, indicating that it is not
converted to a more soluble species by reaction with magnesium chloride.
Thus, the slower reduction rate of uranium dioxide is ascribed primarily
to the fact that only a relatively low concentration in solution is available
at the salt-metal interface.

In contrast, uranium tetrafluoride, which was completely soluble
in the flux at the concentrations used, was reduced very rapidly. Uranium
chlorides, which also have high solubilities, would be expected to behave
similarly.

No attempt was made to investigate the reduction rates of uranium
trioxide in this study, as it is known to decompose at 650°C to form
U;04:

3U0, (solid) = U304 (solid) + 1/2 O (gas). (7)

In the choice of a flux for process purposes, practical consider-
ations, in addition to its effect on uranium oxide reduction rates, must be
taken into account. For example, magnesium chloride alone provides
satisfactory reduction rates, but additions of alkali and alkali metal chlo-
rides are useful in lowering the melting point and decreasing the vapor
pressure. Small additions of fluoride produce a clean flux-metal interface,
permitting a much cleaner separation of the two phases.

When the liquid-metal solvent was selected, the zinc-5 W/O mag-
nesium system was chosen primarily because several investigators(7:8’10)
had observed optimum reduction of uranium oxides by this alloy. The solid
phase in equilibrium with a uranium-saturated solution of this composition
is a uranium-zinc intermetallic compound of the approximate composition
UZn,, 5. The free energy of formation of this compound, - 15kca1/g-atom of
uranium at 750°C,(19) provides an additional driving force for reaction (1).
Magnesium concentrations below about 5 W/o are undesirable because of the
unfavorable mass action effect on reaction (1), and increasing the concentra-
tion much above this value has the adverse effect of increasing the activity
coefficient of the uranium, which is also unfavorable to reaction ()

Since the effect of changing temperature on the reduction rate is
small, other factors are of greater importance in choosing an operating
temperature. For example, a lower temperature limit is set by the melt-
ing point of the flux. In addition, if the process involves a subsequent
transfer of the liquid-metal product solution, reasonably high uranium
solubilities are desirable. The solubility of uranium in zinc-5 w/o mag-
nesium is 0.42 W/O at 650°C and 5.2 W/O at 800°C.(20) On the other hand,
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115)

the maximum temperature is limited by the vapor pressure of zinc. To
prevent excessive zinc vaporization, it was found desirable to limit the
temperature to about 100°C below the boiling point of zinc (910°C).

The observations that the mixing rate, the particle size of the
uranium oxide, and the viscosity of the flux all effect the reduction rate,
and that the more soluble uranium tetrafluoride undergoes rapid reduc-
tion, suggest that the reaction of the oxide with the flux is very likely the
rate-controlling step in the process. :

In this study, no attempt was made to recover consolidated uranium
metal from the zinc-magnesium alloy. However, vacuum distillation of
this solvent to recover uranium has been demonstrated on a kilogram
scale,(21) and consolidation of metallic sponges by melting is a standard
operation.

Since a consolidated uranium product was not recovered in these
experiments, specific data are not available on the impurity content of
the product. In reductions of thorium and plutonium oxides, however,
the metallic product was of higher purity than the oxides that were used
as the starting material.(11,12) Electropositive elements, such as alkali
and alkaline earth metals are retained in the flux during the reduction.
Magnesium and zinc can be removed by standard retorting methods to
levels of less than 300 and 100 ppm, respectively.(13)

V. CONCLUSIONS

These laboratory-scale studies show that U;04 can readily be re-
duced to metallic uranium by magnesium-zinc alloy in simple equipment
in an air atmosphere. A molten halide flux is used to increase the reaction
rate, to collect the solid magnesium oxide formed as a by-product, and to
protect the magnesium-zinc alloy from oxidation by the air. Magnesium
chloride appears to be an essential ingredient of the flux, and the presence
of a small amount of fluoride in a predominantly chloride flux is beneficial.

Zinc-5 w/o magnesium alloy is an effective reductant, since it
provides rapid, complete reduction when us ed with an appropriate flux,
and it can be removed from the metallic uranium product by distillation.

Although complete reduction of U,0g was achieved at temperatures
as low as 650°C, operation at 750 to 800°C offers the benefits of a wider
choice of flux composition, higher uranium solubility in the metal phase,
and somewhat faster reduction rates.

Good mixing is required for satisfactory reduction rates. The re-
duction rate decreases with increasing particle size of the oxide, but very
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large particles can be completely reduced. The magnesium oxide by-
product has an adverse effect on the reduction rate when the amount exceeds
about 10 to 15% of the weight of flux used.

The method appears to be generally applicable to the oxides and the
lower chlorides and fluorides of uranium. These studies were conducted on
a small scale (~5 g uranium), but subsequent work has shown that U;Og re-
duction on a 2-kg scale by this method is feasible.(13) The uranium losses
inherent in the process are less than 1%.
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